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7560, 560 Glo Brite®

(181/27.7) mcd/m2

7550, 550 Glo Brite®

(146/22.7) mcd/m2

7530 Glo Brite®

(72/10.6) mcd/m2

ASTM/DIN 
(20/2.8) mcd/m2

7520, 520 Glo Brite®

(56/7.0) mcd/m2

( 1 0 / 6 0  M I N U T E S )
A S T M  –  1 0 0 0 L U X  X E N O N  I L L U M I N AT I O N  F O R  5  M I N U T E S






